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EXTRUDED CONCRETE BONDED CURB

ISOLATION JOINTS SHALL BE PLACED ONLY AS

SPECIFIED.

CONTRACTION JOINTS SHALL BE PLACED AT 15
INTERVALS UNLESS OTHERWISE SPECIFIED, AND SHALL
EXTEND AT LEAST 50% THROUGH THE CURB OR CURB

& GUTTER.
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